
Clearcoat/Ultraviolet Screeners Caution 
Caution: Removing more than 0.5 mils of the clearcoat can result in early paint failure. The clearcoat contains ultraviolet 
screeners. Do not finesse sand more than what is required to remove the defect. 

 
 

© 2011 General Motors.  All rights reserved. 

   0-0Caution Notices PREFACE                                                                             

BACK TO CHAPTER INDEX
TO MODEL INDEX

CHEVROLET SONIC 2012 BODY REPAIR MANUAL




